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Cover Photo
Carbons with a high graphitization degree are the first choice material as negative 
electrode in lithium-ion batteries, for reasons of high performance and low cost.  
One disadvantage of these materials is the exfoliation tendency in some electrolytes. 
The cover illustration shows an SEM image of an exfoliated graphite particle.
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